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ABSTRACI'

The tenn "Contribution Fac1or" (c.) was introduced in this p8per to indicate die contribution
ratio of solid wood properties to laminated veneer lumber (LVL) strength. Three poplar (Populus
ap.) clones were studied, and the results showed that poplar with good solid wood pr()perties baa
high Contribution Factor. The average Contribution Factor of Poplar 69 (PopullU delt0id4,r CV. 1-
69/SS), Poplar 72 (P. euramericana cv. 1-72/S8), and Poplar 63 (P. deltoide,r cv.I-63-S1) was 76.2%,
68.6%, and 66.1%, ~pectively. The avenge Contribution FICtor of dte ~ clonea for shear
strength, modulus of elaaticity (MOE), and impact fOUgbDesS wu 8IJIXOximaldy 80'11, which is
higher than that for modulus of rupture (MOR), compreaaive strength, and hardness. The average
Contribution Factor of die six properties tested was highest in Poplar 69 (76.2%) and dte lowest in
Poplar 63 (66.1%), indicating that dte Contribution FICtor is positively affected by soUd wood
properties. Densification also significantly affects L VL MOE in Poplar 72, as compared to that of
Poplar 69. Poplar 63, bowever, sbowed highest improve~t in MOR strength from solid wood to
L VL and also highest specific L VL MOR. even though it baa dte lowest solid wood MOR &mODI
the ~ clones.

Keywords: Cootributioo factor, PopulIU Ip., solid wood, I__rnioated v~ Iumia. wood~,
strenath, plantation.
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all veneers glued parallel to the longitudinal
axis of the billet; therefore, L VL was chosen
as the end-use product, whose properties are
usually superior to those of solid wood.

INI'RODucnON

Plantation forests are important for the sus-
tainable development of forestry. China has
more than 33 million hectares of planted for-
ests to increase its fiber resource and improve
its ecosystem, and is now a world leader in
afforestation programs (Wang 1995). Efficient
use of this resource, however, requires com-
prehensive understanding of the relationship
between wood properties and processing of
plantation-grown wood for end-use products.
There is voluminous information in the liter-
ature on the growth-quality relations of Poplar
(Populus sp.) wood, which Uu (1988) has
compiled, but only a few studies have been
conducted addressing the effects of silvicul-
tural treatments and/or juvenile wood on prop-
erties of wood composites (Pugel et al.
1989a.b; Wasniewski 1989; Kretschmann et
at. 1993). Recent research has focused on the
silvicultural effects of specific products, i.e.,
laminated veneer lumber (Shupe et aI. 1997a),
plywood (Shupe et at. 1997b; Baa and Jiang
1998), and fiberboard (Shupe et at. 1998).
These investigations, however, were per-
formed mainly on the southern pines (Pinus
spp.), and did not address the effects of plan-
tation-grown genetically engineered species
on the performance of specific end-use prod-
ucts. With regard to poplar plantation wood,
preliminary studies have been done to deter-
mine the relationships between wood proper-
ties and end-uses (pu and Bao 1999; Bao et
at. 2000); however, these studies did not iden-
tify the "Contribution Factor" of properties
other then the inherent solid wood strength.

This study was undertaken to investigate the
contribution ratio of solid wood (SWD) prop-
erties to laminated veneer lumber (LVL)
strength. The objective was to determine the
relationship between SWD and L VL proper-
ties as observed in poplar clones and to pro-
vide a scientific basis for better utilization of
poplar plantation resources. Among the vari-
ous types of wood composites, L VL has more
structural similarities to natural wood because
it is a wood-matrix laminated assembly with

MATERIALS AND MEmODS

Three clones of a poplar plantation, i.e., Po-
pulus deltoides cv. 1-63/51 (poplar 63), P. del-
toides cv. 1-69/55 (poplar 69), and P. eura-
mericana cv. 1-72/58 (poplar 72), were select-
ed. Two ll-year-old trees were obtained for
each of the three clones from a plantation for-
est having a stand density of 270 trees per ha
growing in a sandy soil site and located at
11 r E longitude and 38° N latitude near the
Yangtze River at Ann Qing, Anhui Province.
Logs 3.5 m in length with base diameter from
24 to 26 cm were cut from each tree. To min-
imize variability, test samples for detennina-
tions of wood and L VL properties were ob-
tained from the same log. Each log was cross-
cut into two parts-the lower part (1.3 m) was
used to manufacture into L VL, and the upper
part (2.1 m) was used to detennine solid wood
properties. The L VL in this study were made
from 2.61-mm-thick veneers.

L VL manufacture

The veneers used in the manufacture of
LVL were peeled with a laboratory peeler. Af-
ter peeling, the veneers were clipped to 50-
6O-cm size and dried to a moisture content be-
low 6% in a "roller" dryer. L VL was prepared
at the Research Institute of Wood Industry
Laboratory in Beijing, China, using a 600- x
6OO-mm plywood press. The plies consisted of
thirteen layers of 2.61-mm-thick veneer. The
resin spread was 300 g/m2 (liquid basis) of
unextended phenol-formaldehyde adhesive
(52.7% solid content, 700 MPa viscosity,
10-12 pH). The press temperature, pressure,
time, and spacer were 1 ~C, 1.5 MPa, 20
min, and 25 mm thick, respectively.

Specimen preparation and testing
The various SWD and LVL properties test-

ed are shown in Table I. In loading direction,
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Densification effect on L VL MOE was sig-
nificant in Poplar 72, as compared to Poplar
69. The most surprising results on MOR, how-
ever, were in Poplar 6~. With the lowest SWD
specific MOR. Poplar 63 yielded the largest
improvement in L VL MOR and resulted in the
highest specific L VL MOR.

summarized in Table 5. An analysis of vari-
ance indicated that the differences in specific
MOE of solid wood between Poplar 69 and
Poplar 72 were not significant. However, the
LVL's specific MOE (24.81) of Poplar 69 was
significantly lower than that of SWD wood
specific MOE (27.83), indicating that the den-
sity of L VL from Poplar 69 had the least effect
on LVL MOE. This phenomenon supports
Case 3, i.e., the higher compaction ratio of
Poplar 72 resulted in higher improvement of
L VL strength. The analysis of variance also
showed that the specific LVL MOR (153.07)
of Poplar 69 was significantly lower than the
specific SWD MOR (177.17), but the differ-
ences in specific MOR between L VL and solid
wood of Poplar 72 were not significant, indi-
cating again that the density effects on L VL
MOR were less in Poplar 69 than Poplar 72.
The most surprising results on MOR. however.
were in Poplar 63. Even though the SWD spe-
cific MOR had the lowest value (132.13 in
Table 5), Poplar 63 yielded the largest im-
provement in LVL MOR (70.22% in Table 4),
and resulted in the highest specific L VL MOR
(169.27). The reason for the high specific LVL
MOR of Poplar 63 is not clear in this study;
nevertheless, the potential of improving L VL
property with poplar clone needs further in-
vestigation.


